	Polyethylene Wax

	Specification
	PE Wax (P)
	PE Wax (F)
	Unit
	Test Method

	Average Molecular Wt.
	
	
	
	

	Acid Value (mgKOH/g)
	
	
	
	

	Oil Content (%)
	
	
	
	

	Colour Saybolt
	
	
	
	

	Colour
	
	
	
	

	Other Content
	
	
	
	

	Other Content
	
	
	
	

	Drop Melting Point
	108
	107
	°C
	ASTM D 127

	Penetration at 25°C
	36
	24
	0.1 mm
	ASTM D 1321

	Viscosity @ 120°C
	30.24
	10.43
	cst
	ASTM D 445

	Viscosity @ 140°C
	31
	11
	cp
	ASTM D 3236

	Specific Gravity @ 25°C
	0.86
	0.9
	gr/cm3
	


