 Titanium Dioxide Rutile

 TiO2 % , min

 ----------------------------------------92.0

 Achromacity.%,min.

 ---------------------------------90.0

 Relative humidity &Volatiles at 105â„ƒ,%,

 max.-------1.0

 Water solubles

 max.%--------------------------------0.5

 PH of suspension solution

 --------------------------6.0-8.5

 Oil absorption g/100g ,

 max.------------------------26

 Sieve residue per 45um mesh ,

 %,max.----------------0.30

 Water Extract ResistivityÎ©m

 minã€€------------------------------- 5

 Titanium Dioxide Anatase

 TiO2 % , min -------------------------------98.0

 Achromacity. %,min. ------------------------90

 Volatiles at 105â„ƒ,%, max.------------------0.6

 Water solubles max.%------------------------0.5

 PH of suspension solution ------------------6.0-8.0

 Oil absorption g/100g , max.----------------28

 Sieve residue per 45um mesh , %,max.--------0.30

 Water Extract ResistivityÎ©m

 minã€€-------------------16

